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1. L—K NOACRYSTAL-G PETG >—Fh
2. M
EH AERE ==K va NOACRYSTAL-G
Test Item Test Method B {31/ Unit 0.8mm 1.0mm
~A X /Haze JIS-K7136 0.24 0.20
pepp—— %
. éj‘cﬁ@l.@$ JIS-K7361 91.17 91.27
Light Transmittance
5| 3REFIKFEE MD 51 51
MPa
Tensile Yield Strength TD 50 51
5| SRBE BT E JIS-K7113 MD 400 390
2B RIFTURNILEH %
Tensile Elongation SI3REE 50mm/min TD 400 420
5| 3R 5E 4 31 MD 2,410 2,410
MPa
[ensile Elastic Modulus TD 2,410 2,400
Z E MD J— —
el JIS-K7T128EARBIRE |
5I5REE 100mm/min
Tear Strength TD — —
T I EE R
Dupont Impact A E6.3mm ZEFE15.2mm g-cm 94,000 97,500
Qtrannth
IViE _ _
Intrinsic Viscosity 0.72 0.74
s Oy (s —]  mm 0.81 1.02
Thickness 7 ) )
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Note : The above data are not guaranteed but the figures are obtained in our internal test.




