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Test Iltem Test Method Unit 2 =]
51 3RBHRIE A MD 32 29 26 26
MPa
[Tensile Yield Strength TD 28 26 23 22
5| SR B B e EE JIS-K7113 MD 670 660 810 810
28RN LERA %
Tensile Elongation BI3RERE 50mm/min D 30 70 810 670
5laRAE MR MD 2,670 2,210 1,820 1,920
MPa
ensile Elastic Modulu TD 2,510 2,060 1,540 1,720
T LTINTE TR
Dupont Impact SFE6.3mm ZEFE15.2mm grcm 8,500 % 10,900 3% 23,000 25,500
o4, 4
HE _
Specific Gravity - 1.15 1.4 112 112
Thig-(igss TOOYIREE (YT -2 mm 0.36 0.47 0.34 0.61
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Note : The above data are not guaranteed but the figures are obtained in our internal test.
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